
Advancing with Technology

MiniTest 7400
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F 0.5 F 05 HD 0 ... 0.5 mm, 20 mils +/- (1 μm + 0.75 %) +/- (0.5 μm +0.5 %) 0.02 μm 1.0 mm 7.5 mm Ø 14 mm Ø 5 mm 0.3 mm

F 1.5 F 1.5 HD 0 ... 1.5 mm, 60 mils +/-  (1 μm + 0.75 %) +/- (0.5 μm +0.5 %) 0.05 μm 1.0 mm 7.5 mm Ø 14 mm Ø 5 mm 0.3 mm

F 1.5-90 0 ... 1.5 mm, 60 mils +/- (1 μm + 0.75 %) +/- (0.5 μm +0.5 %) 0.05 μm – 5 mm Ø 10 mm Ø 5 mm 0.3 mm

F 2 HD 0 ... 2 mm, 80 mils +/- (1.5 μm + 0.75 %) +/- (0.8 μm +0.5 %) 0.1 μm 1.5 mm 10 mm Ø 14 mm – 0.5 mm

F 5 F 5 HD 0 ... 5 mm, 200 mils +/- (1.5 μm + 0.75 %) +/- (0.8 μm +0.5 %) 0.1 μm 1.5 mm 10 mm Ø 14 mm Ø 10 mm 0.5 mm

F 15 0 ... 15 mm, 590 mils +/- (5 μm + 0.75 %) +/- (2.5 μm +0.5 %) 1 μm 5 mm 25 mm Ø 25 mm Ø 25 mm 1.0 mm

F 35 0 ... 35 m, 1380 mils +/- (20 μm + 0.75 %) +/- (10 μm +0.5 %) 5 μm 50 mm 50 mm Ø 100 mm – 1.5 mm

N 0.2 N 0.2 HD 0 ... 0.2 mm, 8 mils +/- (1 μm + 0.75 %) +/- (0.5 μm +0.5 %) 0.02 μm 1.0 mm 7.5 mm Ø 14 mm Ø 5 mm 40 μm

N 0.7 N 0.7 HD 0 ... 0.7 mm, 27 mils +/- (1 μm + 0.75 %) +/- (0.5 μm +0.5 %) 0.05 μm 1.0 mm 7.5 mm Ø 14 mm Ø 5 mm 40 μm

N 0.7-90 0 ... 0.7 mm, 27 mils +/- (1 μm + 0.75 %) +/- (0.5 μm +0.5 %) 0.05 μm – 5 mm Ø 10 mm Ø 5 mm 40 μm

N 2.5 N 2.5 HD 0 ... 2.5 mm, 100 mils +/- (1.5 μm + 0.75 %) +/- (0.8 μm +0.5 %) 0.1 μm 1.5 mm 10 mm Ø 14 mm Ø 10 mm 40 μm

N 7 0 ... 7 mm, 280 mils +/- (5 μm + 0.75 %) +/- (2.5 μm +0.5 %) 1 μm 15 mm 25 mm7 Ø 23 mm Ø 20 mm 40 μm

FN 1.5 FN 1.5 HD F: 0 ... 1.5 mm, 60 mils
N: 0 ... 0.7 mm, 27 mils

+/- (1 μm + 0.75 %) +/- (0.5 μm +0.5 %) 0.05 μm 1.0 mm 7.5 mm Ø 14 mm Ø 5 mm F: 0.3 mm
N: 40 μm

FN 1.5-90 F: 0 ... 1.5 mm, 60 mils
N: 0 ... 0.7 mm, 27 mils

+/- (1 μm + 0.75 %) +/- (0.5 μm +0.5 %) 0.05 μm – 5 mm Ø 10 mm Ø 5 mm F: 0.3 mm
N: 40 μm

FN 5 FN 5 HD F: 0 ... 5 mm, 200 mils
N: 0  ...  2.5 mm, 100 mils

+/- (1.5 μm + 0.75 %) +/- (0.8 μm +0.5 %) 0.1 μm 1.5 mm 10 mm Ø 14 mm Ø 10 mm F: 0.5 mm
N: 40 μm
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